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Test Name  Standard(s) 

 
Content Analysis (Composition) ASTM D 4524, IDFB-3, JIS 6.6, EN 12934 

Oxygen Number IDFB – 7, JIS 6.6, EN1162 

Turbidity IDFB – 11, JIS 6.5, EN1164 

Species Identification IDFB – 12 

Fill Power (Steam Conditioning) IDFB – 10-B 

Fat & Oil Content IDFB – 4, JIS 6.3, EN 1163 

Average Down Cluster Size IDFL – Internal Test Method 

Average Feather Length  IDFB – 14 

Odor Evaluation  IDFL – Internal Test Method 

pH Value IDFB – 6, EN 1413 

Color Separation IDFL – Internal Test Method 

Moisture Content IDFB – 5, JIS 6.4, EN1161 

Dust Evaluation IDFL – Internal Test Method 

Couché IDFL – Internal Test Method 

Thread Count ASTM D 3775 

Fabric Weight ASTM D 3776 

Colorfastness to Crocking AATCC 8 

Downproofness (Rotating Box)  Fed. Std. 191-5530 

Air Permeability ASTM D 737 

Size Check ASTM D 4721, EN 1167 

Stitch Count and Evaluation IDFL – Internal Test Method 

Fiber Analysis AATCC 20A 

Yarn Size            ASTM D 1059 
 
  


